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Inspection Report

Inspector: Xugingjun

Inspection Location: Tanjin,China

Date of Inspection:January 8, 2019

------ Thanks your excellency for choosing the top class steel products provider.BBN
ensure to return and replace the goods for free in its lifetime due to the quality
issue,toadd value for your excellency's advisable choice.-==---
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1, Background information

Inspection Order No. :BBLCN402 -2

- Description and Quantity of:Seamless pipe

Grade Specification Quantity (PCS)
OD(mm) | wall thickness (mm) | Length(M)
A333GR6SMLS 60 6 7.5-11.5 Y
A333GR6SMLS 168 7.11 7.5-11.5 4
A333GR6SMLS 219.1 12.7 7.5-11.5 1
A333GR6SMLS 273 12.7 7.5-11.5 2
A333GR6SMLS 243 o By 7.5-11.5 2
A333GR6SMLS 325 14.27 7.5-11.5 6
A333GR6SMLS 325 9.53 7.5-11.5 4
A333GR65SMLS 457.2 9.53 7.5-11.5 2
SS304A312 48.3 3 6-7 4
SS304A312 168 8 6-7 14
S5304A312 168 10 6-7 2
SS304A312 219 12 6-7 2
S5304A312 273 10 6-7 6
55304A312 273 16 6-7 2
SS304A312 325 10 6-7 6
55304A312 325 12 6-7 4
5S304A312 355 10 6-7 12

- Name & Address Of Buyer: ( REGGGGGG—
= A,/ L . G;OS NIGERIA

- Name & Address Of Seller: HENAN BEBON IRON&STEEL CO., LTD

-Add.:XICHENGSCIENCE AND TECHNOLOGYBUILDING,NATIONAL HIGH-TECH INDUSTRIAL
DEVELOPMENT ZONE, ZHENGZHOU, CHINA

- Inspection Date: January 8, 2019

- Inspection Place: Tanjin,China
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Nature Of Inspection:

ltem Comment
Quantity check Acceptable
Marking check Acceptable
Visual quality check Acceptable
Dimension check Acceptable
Document review Acceptable

- Inspector:Xugingjun
- Reviewed by: Mr Jiang

2, Instrument checklist

During the inspection, the following instrument calibration status has been checked for inspection:

No,  MEASURING INSTRUMENT DESCRIPTION ~ CALIBRATION

1, Steel tape [(10M) EFFECTIVELY
2, vernier caliper{C300X0.01)EFFECTIVELY
3, vernier caliper{(600xX0.02) EFFECTIVEL

4, Thickness gauge (20X 0.1) EFFECTIVELY
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Here are photos of the above measuring tools:
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3. Quantity Check:

During the inspection, the inspector counted the goods and found that they were in conformity with

the requirements of the order.Below are pictures of these steel pipes:
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4. Marking check

During the inspection, the inspector checked the marking of these steel pipes and found that each

steel pipe was marked by spraying, which was consistent with standard ASTM A333 and ASTM
A312 Here are some tagged photos:
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5.Visual quality check

During the inspection, these steel tubes were inspected and no surface cracks, pits or other harmful
defects not allowed by ASTM A333 and A312 were found.Below are some pictures of the surface of

the steel tube;
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6. Dimension check

During the inspection, the inspector sampled and measured the dimensions of these steel pipes. The
details of these measurements are as follows.

6.1 Some photos during the measurement:
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0.2 The inspector recorded the data at the time of measurement, which will be provided to the

customer as an annex to this report.

FOR AND ON BEHALF OF
STANDARDS
HENAN BEBON INTERNATIONAL CO.,LTD
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Date:January 11, 2019



